
DDH From To Interval Grade  GT Max Grade Interval Mineralization Type
(m) (m) (m) (wt% U3O8) G*T (wt% U3O8) (m)

MWNE‐09‐57a 239.0 240.0 1.0 0.79 0.79 1.53 0.5 Basement

MWNE‐09‐59

MWNE‐09‐61

MWNE‐09‐62 221.0 222.0 1.0 0.46 0.46 0.87 0.5 Basement
226.5 228.0 1.5 1.51 2.26 4.45 0.5 Basement
234.0 235.0 1.0 0.67 0.67 1.28 0.5 Basement

MWNE‐09‐63 non mineralized

MWNE‐09‐64 224.0 224.5 0.5 0.06 0.03 0.06 0.5 Basement
227.5 234.0 6.5 0.08 0.52 0.19 0.5 Basement
245.5 246.6 1.0 0.20 0.20 0.28 0.5 Basement
254.0 254.5 0.5 0.26 0.13 0.26 0.5 Basement
262.5 264.0 1.5 1.95 2.93 4.61 0.5 Basement
282.0 283.0 1.0 0.08 0.08 0.11 0.5 Basement
345.5 346.0 0.5 0.08 0.04 0.08 0.5 Basement

MWNE‐09‐65

MWNE‐09‐66

MWNE‐09‐67 243.5 244.0 0.5 0.10 0.05 0.10 0.5 Basement

MWNE‐09‐68 201.0 201.5 0.5 0.25 0.12 0.25 0.5 Sandstone
204.0 207.5 3.5 0.23 0.81 0.93 0.5 Basement
212.0 214.0 2.5 0.08 0.20 0.15 0.5 Basement
217.5 219.0 1.5 0.12 0.19 0.25 0.5 Basement

MWNE‐09‐69

awaiting assay

non mineralized

non mineralized

non mineralized

non mineralized
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*The reader is cautioned that all intersections reported are down-hole, core
-length intervals and true thickness of mineralization is yet to be determined.



DDH From To Interval Grade  GT Max Grade Interval Mineralization Type
(m) (m) (m) (wt% U3O8) G*T (wt% U3O8) (m)

MWNE‐09‐70 379.5 381.0 1.5 0.16 0.23 0.24 0.5 Basement

MWNE‐09‐71 237.5 238.0 0.5 0.11 0.06 0.11 0.5 Basement
248.0 251.5 3.5 3.58 12.52 13.00 0.5 Basement
257.5 258.5 1.0 1.17 1.17 1.73 0.5 Basement
262.0 263.5 1.5 0.41 0.62 0.92 0.5 Basement
275.0 276.0 1.0 0.08 0.08 0.09 0.5 Basement
282.0 283.0 1.0 0.06 0.06 0.06 1.0 Basement

MWNE‐09‐72 218.0 221.0 3.0 0.09 0.26 0.13 0.5 Sandstone
225.0 225.5 0.5 0.10 0.05 0.10 0.5 Sandstone
244.5 245.0 0.5 0.97 0.48 0.97 0.5 Basement

MWNE‐09‐73

MWNE‐09‐74 244.0 245.0 1.0 0.24 0.24 0.39 0.5 Basement
247.5 253.0 5.5 3.19 17.55 8.91 0.5 Basement

incl 249.5 251.5 2.0 5.94
255.0 256.0 1.0 0.10 0.10 0.15 0.5 Basement
258.0 265.5 7.5 0.73 5.49 2.63 0.5 Basement

incl 260.5 261.5 1.0 2.36 Basement
267.0 267.5 0.5 0.15 0.08 0.15 0.5 Basement
272.0 272.5 0.5 0.17 0.09 0.17 0.5 Basement
274.0 274.5 0.5 0.07 0.03 0.07 0.5 Basement

MWNE‐09‐75

MWNE‐09‐76 awaiting assay

non mineralized

non mineralized



DDH From To Interval Grade  GT Max Grade Interval Mineralization Type
(m) (m) (m) (wt% U3O8) G*T (wt% U3O8) (m)

MWNE‐09‐77

MWNE‐09‐78 270.0 271.5 1.5 0.21 0.31 0.26 0.5 Basement
309.0 310.0 1.0 0.06 0.06 0.06 1.0 Basement

MWNE‐09‐79a 230.0 230.5 0.5 0.08 0.04 0.08 0.5 Basement
232.0 244.0 12.0 10.18 122.17 36.60 0.5 Basement

incl 233.0 235.5 2.5 23.58 Basement
251.0 253.5 2.5 0.64 1.60 0.68 0.5 Basement

MWNE‐09‐80 221.5 222.0 0.5 0.09 0.04 Basement
223.5 242.0 18.5 3.43 63.49 32.40 0.5 Basement

incl 239.0 240.5 1.5 14.42
243.5 244.0 0.5 0.14 0.07
245.0 246.5 1.5 0.22 0.34 0.44 0.5 Basement
261.5 263.0 1.5 0.33 0.50 0.50 0.5 Basement

MWNE‐09‐81

MWNE‐09‐82 249.5 251.0 1.5 0.29 0.43 0.54 0.5 Basement
254.5 264.5 10.0 1.38 13.84 6.86 0.5 Basement

inclu 255.0 256.5 1.5 5.87 Basement
272.5 273.5 1.0 0.51 0.51 0.82 0.5 Basement
274.5 275.0 0.5 0.08 0.04 0.08 0.5 Basement
280.0 281.5 1.5 1.15 1.73 2.20 0.5 Basement
350.0 351.0 1.0 0.10 0.10 0.13 0.5 Basement

MWNE‐09‐83 awaiting assay

non mineralized

non mineralized



DDH From To Interval Grade  GT Max Grade Interval Mineralization Type
(m) (m) (m) (wt% U3O8) G*T (wt% U3O8) (m)

MWNE‐09‐84 254.5 259.5 5.0 0.52 2.61 1.71 0.5 Basement
262.5 263.0 0.5 0.07 0.04 0.07 0.5 Basement
265.0 265.5 0.5 0.11 0.05 0.11 0.5 Basement

MWNE‐09‐85

MWNE‐09‐86

MWNE‐09‐87 185.0 186.0 1.0 0.10 0.10 0.15 0.5 Sandstone
189.0 192.0 3.0 0.13 0.38 0.21 1.0 Sandstone
224.0 229.0 5.0 3.10 15.50 9.58 0.5 Basement

incl 225.5 227.0 1.5 7.25
230.5 232.0 1.5 2.04 3.06 4.03 0.5 Basement

awaiting assay

awaiting assay




